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ABSTRAK 

 

FORMULASI DAN UJI PELEPASAN FILM BUCCOADHESIVE 
ATENOLOL DENGAN POLIMER HPMC 

 

Wenni Handyono 
2443007064 

 

Atenolol merupakan β1-bloker kardioselektif  yang banyak digunakan untuk 
terapi hipertensi dengan bioavailabilitas yang rendah. Karena itu atenolol 
diformulasikan dalam bentuk sediaan film buccoadhesive agar masalah 
bioavailabilitas atenolol yang rendah dapat diatasi. Tujuan dari penelitian 
ini adalah mengetahui pengaruh konsentrasi HPMC dan PG terhadap mutu 
fisik film buccoadhesive dan pelepasan atenolol serta untuk mengetahui 
konsentrasi HPMC dan PG yang memberikan hasil mutu fisik dan 
pelepasan atenolol yang optimum.Pada penelitian ini digunakan HPMC 
sebagai polimer dengan konsentrasi 2-4% dan PG sebagai plasticizer 
dengan konsentrasi 5-7%. Pemilihan formula optimum dilakukan dengan 
menggunakan metode desain faktorial, dimana respon yang diamati adalah 
folding endurance, swelling index, adhesion time, dan pelepasannya. Selain 
itu dilakukan juga pengujian terhadap mutu fisik film dan pH permukaan 
film. Respon-respon diatas dipengaruhi oleh faktor-faktor yang digunakan 
serta interaksinya. Pada respon folding endurance dan swelling index faktor 
HPMC, PG, maupun interaksinya mampu meningkatkan keduanya.Untuk 
respon adhesion time, faktor konsentrasi HPMC diketahui dapat 
meningkatkan adhesion time dan faktor konsentrasi PG dapat menurunkan 
adhesion time, sedangkan interaksi antar keduanya dapat meningkatkan 
adhesion time. Faktor konsentrasi HPMC menghambat pelepasan atenolol 
dan faktor konsentrasi PG meningkatkan pelepasan atenolol. Interaksi 
antara kedua faktor menghambat pelepasan atenolol. Berdasarkan program 
Design expert® diperoleh formula optimum yaitu konsentrasi HPMC 
2,37% dan konsentrasi PG 5,28% akan menghasilkan respon swelling index 
1,55475, adhesion time 228,747 menit, dan pelepasan 173,079 µg/mL/jam. 
 
Kata Kunci: atenolol, film, buccoadhesive, HPMC, PG 
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ABSTRACT 
 

FORMULATION AND RELEASE TEST OF BUCCOADHESIVE 
FILM OF ATENOLOL USING HPMC POLYMER 

 

Wenni Handyono 
2443007064 

 

Atenolol is β1-blocker cardioselective was widely used for the treatment of 
hypertension with low bioavailability. Therefore, atenolol formulated in 
dosage form buccoadhesive film that bioavailability atenolol problem can 
be overcome. The purpose of this study was to determine the effect of 
HPMC and PG on the physical quality and release of the buccoadhesive 
film atenolol and to determined concentration of HPMC and PG which give 
optimum result of the physical quality and atenolol release. In this study 
used HPMC as the polymer with concentration of 2-4% and PG as the 
plasticizer with concentration of 5-7%. The optimum formula is done using 
factorial design, where the observed response is folding endurance, swelling 
index, adhesion time, and release. Moreover, also tested the physical quality 
and surface pH of the film. The responses above influenced by factors that 
are used and their interaction. Concentration of HPMC factor, PG fator, and 
interaction of both can increase the response of folding endurance and 
swelling index. For the adhesion time response, concentration of HPMC 
factor increasing the adhesion time of atenolol film and concentration of PG 
factor decrease the adhesion time of atenolol film, while their interaction 
increasing the adhesion time of atenolol film. Concentration of HPMC 
factor inhibiting the release of atenolol and concentration of PG factor 
increasing the release of atenolol. While their interaction inhibiting the 
release of atenolol. Based on Design Expert®, optimum formula was 
obtained using concentration of HPMC2.37% and concentration of PG 
5.28% would be result the responses of swelling index 1.55475, adhesion 
time 228.747 minute, and release 173.079 µg/mL/hour. 
 
Keywords: atenolol, film, buccoadhesive, HPMC, PG
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