
 

 

KAJIAN KARAKTERISTIK EDIBLE FILM  

MAIZENA DAN GELATIN 

DENGAN PERLAKUAN PENAMBAHAN SORBITOL 

 

 
SKRIPSI 

 

 

 

 

OLEH : 

AMELIA ONGKOWIDODO 

NRP 6103012037 

 

 

PROGRAM STUDI TEKNOLOGI PANGAN 

FAKULTAS TEKNOLOGI PERTANIAN 

UNIVERSITAS KATOLIK WIDYA MANDALA SURABAYA 

SURABAYA 

2016



 

 

KAJIAN KARAKTERISTIK EDIBLE FILM  

MAIZENA DAN GELATIN 

DENGAN PERLAKUAN PENAMBAHAN SORBITOL 
 

 

 

 

 

 

 

SKRIPSI 

 

 

Diajukan Kepada 

Fakultas Teknologi Pertanian 

Universitas Katolik Widya Mandala Surabaya 

untuk Memenuhi Sebagian Persyaratan  

Memeperoleh Gelar Sarjana Teknologi Pertanian 

Program Studi Teknologi Pangan 

 

 

 

 

 

OLEH: 

AMELIA ONGKOWIDODO 

6103012037 

 

 

 

 

 

 

 

 

PROGRAM STUDI TEKNOLOGI PANGAN 

FAKULTAS TEKNOLOGI PERTANIAN 

UNIVERSITAS KATOLIK WIDYA MANDALA SURABAYA 

SURABAYA 

2016 



 
 

 
 

 
 

 

 



 

 

  



 
 

 
 

  



 

 

 



 

vii 

Amelia Ongkowidodo (6103012037). Kajian Karakteristik Edible Film 

Maizena dan Gelatin dengan Penambahan Sorbitol 

Di bawah bimbingan: 1. Ir. Adrianus Rulianto Utomo, MP. 
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ABSTRAK 

 

Produk pangan memerlukan kemasan untuk melindungi dari kerusakan. 

Jenis kemasan yang umum digunakan di pasaran adalah plastik, akan tetapi 

plastik memiliki kelemahan yaitu tidak dapat diuraikan secara alami 

sehingga dikembangkan pengemas berbahan edible. Bahan baku edible film 

yang dipilih adalah maizena dan gelatin karena menghasilkan edible film 

dengan permeabilitas oksigen yang rendah dan kuat. Edible film yang 

dihasilkan dari maizena dan gelatin tidak fleksibel sehingga perlu diberi 

penambahan sorbitol sebagai plasticizer. Pada penelitian ini menggunakan 

metode analisa data dalam bentuk matematis yang terdiri dari 1 (satu) 

faktor, yaitu faktor penambahan sorbitol pada berbagai konsentrasi yang 

terdiri dari tujuh level perlakuan, yaitu 0%, 0,75%, 1,5%, 2,25%, 3%, 

3,75% dan 4,5%. Pengulangan dilakukan sebanyak tiga, sehingga terdapat 

21 unit percobaan. Parameter yang akan diujikan adalah kuat tarik, persen 

pemanjangan, kadar air, Water Activity (Aw), warna dan organoleptik. Data 

yang diperoleh akan dianalisa dengan mencari model matematis 

menggunakan analisa regresi. Perbedaan penambahan persentase sorbitol 

yang ditambahkan menunjukan hubungan yang sangat erat terhadap kuat 

tarik, persen pemanjangan, kadar air, dan Water Activity (Aw). Kadar air 

edible film berkisar 9,56%-12,33%. Water activity edible film berkisar 

0,428-0,546. Kuat tarik edible film berkisar 37,2859 kg/cm
2
–293,7604 

kg/cm
2
. Persen pemanjangan edible film berkisar 1,73%-60%. Warna edible 

film memiliki kisaran nilai L antara 34,4-34,9; nilai a* antara                        

-0,2 - -0,1; nilai b* antara -0,2 - -0,1; nilai C antara 0,1-0,3; dan nilai °h 

antara 210-233. Nilai organoleptik aroma edible film berkisar 3,80 – 4,41. 

Nilai organoleptik rasa edible film berkisar 2,74 - 5,68 Nilai organoleptik 

warna edible film berkisar 3,53 – 3,99. 

 

Kata kunci : edible film, maizena, gelatin, sorbitol. 
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ABSTRACT 

 

Food products need packaging to protect from the damage. Type of 

packaging that commonly used is plastic, but plastic has weakness that 

cannot be decompose naturally. One of the alternative to reduce the use of 

plastics is to make it biodegradable. Material that used for edible film 

production is corn starch and gelatin. Corn starch has high amylose content 

and can produce edible film with low oxygen permeability. Gelatin is added 

to reinforce the film’s structure. Edible film from corn starch and gelatin is 

not flexible, therefore addition of sorbitol as plasticizer is needed. This 

study aims to determine the exact amount of sorbitol addition in the 

production of edible films to produce a film that has properties resembling 

plastic sheet. This study uses data analysis in the form of a mathematical 

model consisting of one (1) factors, factors increase the concentration of 

sorbitol, which consists of seven levels of treatment were 0%, 0,75%; 1,5%; 

2,25%; 3%, 3,75% and 4,5%. Repetition performed a total of three (3) times 

so that there are 21 experimental units. The parameters to be tested are 

tensile strength, percent elongation, moisture content, Water Activity (Aw), 

color and organoleptic. The data obtained from each test will be analyzed 

by finding a mathematical model using regression analysis. Sorbitol 

addition affects tensile strength, percent elongation, moisture content, Aw 

and flavor. Edible film’s water content ranges from 9,56%-12,33%. Edible 

film’s water activity ranges from 0,428-0,546. Edible film’s tensile strength 

ranges from 37,2859 kg/cm
2
–293,7604 kg/cm

2
. Edible film’s percent 

elongation ranges from 1,73%-60%. Edible film’s lightness ranges from 

34,4-34,9; redness ranges from -0,2 - -0,1; yellowness ranges from               

-0,2 - -0,1; chroma ranges from 0,1-0,3; and hue ranges from 210-233. 

Edible film’s organoleptic score; aroma ranges from 3,80 – 4,41; flavor 

ranges from 2,74 - 5,68; color ranges from 3,53 – 3,99 

. 

Kata kunci : edible film, maizena, gelatin, sorbitol. 
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